
NV-01

NV-02

NV-03

NV-04

NV-05

TSX: WM

Fenelon Gold 
3D view 

Looking Northeast
May 13, 2019

Open Pit 

2004 U/G
Development

2018/2019 U/G
Development

Explora�on Dri�
Development

CH-01

CH-02

Stope Mined
2018/2019 Bulk Sample
 

5130 Level (~125 m depth)

Fenelon Gold 2018/2019 Bulk Sample Stopes Summary Table 

Dri�/Stope 
material 

Mill Reconciled   

Tonnes   Au g/t   Contained 
Au Ounces  

 Recovered 
Au Ounces  Recovery   Mill Run #  

CH-01 Stope 4,823 16.82 2,608 2,120 81% 1 & 2 
Development Ore 4,615 16.03 2,378 2,362 99% 1, 2, 3, & 4 
NV-01 Stope 4,852 10.94 1,706 1,696 99% 

2 & 3 CH-02 Stope 1,368 18.34 806 802 99% 
NV-02 Stope 2,736 17.99 1,582 1,572 99% 
NV-03 Stope 4,453 38.33 5,488 5,450 99% 4 
NV-04/05 Stope 10,386 15.53 5,186 5,035 97% 5 

Total 33,233 18.49 19,755 19,037   
 


